
SECTION 04220 
CONCRETE UNIT MASONRY 

 
 

PART  1  -   GENERAL 
 
1.1      DESCRIPTION 
 

A.  Work included:  Provide concrete unit masonry where shown on the  
      Drawings, as specified herein, and as needed for a complete and proper  
      installation.  All interior exposed masonry surfaces shall have no voids, 
      shall be flat struck and suitable for painting. 
 
B.  Related work: 

1.  Documents affecting  work of this Section include, but are not necessarily  
      limited to: General Conditions, Supplementary conditions, and  Sections in  
      Division I of these Specifications. 

 
1.2      SUBMITTALS 
 

A.  Product data:  Within 7 calendar days after the Contractor has received  the Owner’s Notice of Award, 
submit: 
1.  Materials list of items proposed  to be provided under this Section; 
2.  Manufacturer’s specifications and other data needed to prove compliance with the specified 

requirements. 
 
PART 2  -   PRODUCTS 
 
2.1     MORTAR: 
 

A.  Ingredients: 
1.  Portland cement:  Comply with ASTM C150, Type I. 
2.  Lime: 

a.  Provide hydrated lime complying with ASTM C207, use Type M below grade. 
b.  Use Type S above grade. 
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